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Section 791—Water Intake Structure 

791.1 General Description 
Specifications for this work will be included elsewhere in the Contract. 

Section 792—Display and Interior Furnishings 

792.1 General Description 
Specifications for this work will be included elsewhere in the Contract. 

Section 795—Vehicle Maintenance Building 

795.1 General Description 
Specifications for this work will be included  elsewhere in the Contract. 

Section 796—Sewage Pumping Station 

796.1 General Description 
Specifications for this work will be included elsewhere in the Contract. 

Section 797—Buildings 

797.1 General Description 
Specifications for this work will be included elsewhere in the Contract. 

Section 800—Coarse Aggregate 

800.1 General Description 
This section includes requirements for coarse aggregate. All aggregate shall be the specified type, class, and grade, and shall 
meet the requirements for the intended use.  

800.1.01 Related References 
A. Standard Specifications 

Section 424—Bituminous Surface Treatment 

B. Referenced Documents 

AASHTO ASTM 

T 11 
T 27 
T 96 
T 104 

C 277 
C 289 
C 294 

C 295 
C 586 
E 30 
G 23 
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